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| Resin Content = 34%
100% Resin Mass = 10.29 mg
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Integral
normalized
Onset
Peak

AH_100=

381.64 mJ
12.61 Jg™-1
213.20°C
242.72°C

37.11/g

Glass Transition
Onset 204.05 °C
Midpoint ISO  215.02 °C
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